
TO:

Product Name

Item Index Appearance Purity Melting point  Heating loss  Ash content  Sieve residues(150um) Quantity

%MIN ℃MIN %MAX %MAX % MAX

High Grade Grayish white G or P 98.00 99.00 0.20 0.20 0.00

Target First Grade Grayish white G or P 97.00 98.00 0.30 0.30 0.05

Conformity Grayish white G or P 96.00 96.00 0.50 0.40 0.10

Results pass 98.00 98.91 0.12 00-Jan-00 0.00 1MT

Conclusion

Analyst: 03 Supervisor: 09 Date of report: 2012.6.22

CERTIFICATE OF ANALYSE (COAs)

Issued by Qingdao Zhongjian Rubber Chemicals CO.,LTD

pass

LOT NO.:20110812Rubber Accelerator CBS Date of analysis: 2012.6.22


